
 

 

 
 

 

 

POLYUREA PAVEMENT MARKING MATERIAL – TYPE 2 TYPICAL CERTIFIED 

MILL TEST REPORT: 
(03-19-19) 

 

Amend the 2018 Standard Specifications as follows: 

 

Page 10-184, Subarticle 1087-8 Material Certification, in accordance with Subarticle 106-3 

provide a Type 2 Typical Certified Mill Test Report and a Type 3 Manufacturer’s Certification 

for Polyurea pavement marking material. 

 

When tested, the material shall meet the physical and chemical characteristics provided by the 

manufacturer. NCDOT reserves the right to compare these test results to baseline test results 

gathered by the NCDOT Materials and Test Unit.    
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